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Water Displacing
and Corrosion
Prevention
Compounds

Corrosion prevention coropounds (CPC) come in a wide vanety
of formulations. Their purpose being to secal the surface of the
metal to prevent oxidation, rust and corrosion.

*Evaluation of Selected Water Displacing Compounds (WDC's)
on Amy Aircraft”, March 1990 by ARINC Research Corp.
Sponsored by AVSCOM indicated that MILSPEC MIL-C-81039
and MIL-C-85054 were adequate for corroston treatment if
applied religiously. ARINC’s evaluation recommended the use
of a commercial product identified as ACF-50 because .of its

longer life and longer lasting benefits in hard to get to
areas.

Corrosion-X

For several years the aircraft repair and overhaul industry and the
Services have been using CPC products meeting MIL-C-8130SE
such as ACF-50. There is now a product on the market that is
stated to exceed MIL-C-81309E called Corrosion-X. Where it
exceeds the MIL-SPEC is in 1ts ability to stop corrosion by
penetrating the corroded area and applying a thin film of
protectant to stop further electrolytic action. Corrosion-X 1is
environment frendly. User Comments are as follows:

. Petolewn Helicopters, Inc.

- Corrosion-X lasts about a year on
aircraft intenors.

- Most corrosion is now external,
. Chevron Oil - Aircraft Operations

— Corrosion-X has reduced corrosion
repair costs 50%.

- All other aerosols eliminated.
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